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The effects of forging and the cooling parameters on the microstructure of non-quenched and tempered 1538MV steel were
studied using thermal simulation tests. With an increase of the deformation and a decrease of the deformation temperature, the
austenite grains were refined, and the volume fraction of ferrite improved. With the increasing of the cooling rate, the austenite
grain growth is significantly restrained, and the pearlite lamellar spacing is refined simultaneously. Therefore, the cooling
process should be strictly controlled after forging. The cooling rate before the ferrite phase transition should be fast, while that
during the phase transition should be slow. This is beneficial to the refinement of the microstructure and the full formation of
ferrite, and the abnormal microstructures, such as bainite and martensite, are avoided. The numerical simulations show that the
deformation of the finished forging process is very important for the filling of the die cavity and non-overloading of the
equipment. The deformation of the finished forging should be reasonable, and the deformation temperature should not be too
low. The above research results provide an important basis for the optimization of the forging and the cooling process for
non-quenched and tempered 1538MV steel.
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Avtorji ~lanka so s preizkusi na termi~nem simulatorju raziskovali vpliv tehnolo{kih parametrov kovanja in ohlajanja na
mikrostrukturo nekaljenega in popu{~enega jekla 1538MV. Ugotovili so, da z nara{~ajo~o stopnjo deformacije in zni`evanjem
temperature deformacije pride do udrobljenja austenitnih zrn in izbolj{anja volumskega dele`a ferita. Z nara{~ajo~o hitrostjo
ohlajanja pa je znatno zavrta rast austenitnih zrn in isto~asno zmanj{ana razdalja med perlitnimi lamelami. Zato moramo proces
ohlajevanja po kovanju absolutno kontrolirati. Ohlajevalna hitrost pred prehodom v feritno fazo mora biti velika, medtem ko
mora biti fazni prehod po~asen. To je koristno za udrobljenje mikrostrukture in popolno tvorbo ferita in s tem se izognemo
tvorbi v tem primeru ne`elenih mikrostruktur, kot sta bainit in martenzit. Numeri~na simulacija je pokazala, da je deformacija
na koncu procesa kovanja zelo pomembna za zapolnjenje votline kova{kega orodja z materialom in nepretirano obremenitev
opreme (kova{kega stroja in orodja). Deformacija na koncu kovanja mora biti ustrezna in temperatura deformacije ne sme biti
prenizka. Predstavljeni rezultati raziskave predstavljajo pomembno osnovo za optimizacijo kovanja in procesa ohlajanja za
nekaljeno in popu{~eno jeklo 1538MV.
Klju~ne besede: nekaljeno in popu{~eno jeklo, kontrolirano kovanje, kontrolirano ohlajanje, mikrostruktura, ro~i~ne gredi

1 INTRODUCTION
Non-quenched and tempered (NQ&T) steel can
match the mechanical properties of quenched and tempered steels by adding micro-alloying elements (V, Nb,
Ti, etc.). The NQ&T steel is a kind of energy-saving and
environment-friendly steel.1–4 At present, in order to
replace the traditional quenched and tempered steel, the
NQ&T steel has been widely used to produce automotive
engine crankshafts.5–8 The comprehensive properties of
the NQ&T steel can be obtained by changing the chemical composition. But for a certain chemical composition
of the steel, the effective way is to control the forging
and cooling technology.9–13 The controlled forging and
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cooling of NQ&T steel are receiving more and more
attention.
The effect of controlled cooling after forging on the
formation of intragranular ferrite for a medium-carbon
steel was investigated by analyzing its microstructure,
tensile properties, impact toughness and fracture.14 The
effect of the thermo-mechanical control process on the
microstructure and mechanical properties of a nonquenched and tempered steel were discussed.15 The
influence of the heating temperature and controlled
cooling on the microstructure and properties of a nonquenched and tempered steel was studied by heat treatment.16 The effects of controlled forging and the cooling
technique on the refinement of the microstructure and
the precipitation behavior of carbo-nitrides and intra813
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Table 1: Chemical composition

Alloy
measured value

C
0.38

Si
0.56

Elements (w/%)
Mn
P
1.39
max. 0.015

granular ferrite (IGF) are discussed.17 The influence of
the alloying element and the cooling rate on the continuous cooling transformation of supercooled austenite
was discussed.18 The effect of different cooling rates on
the microstructure, tensile strength and impact toughness
of a non-quenched and tempered steel was studied.19 The
effect of post-forging controlled cooling on the microstructure and hardness of a kind of medium-carbon
high-vanadium micro-alloyed steel for fracture splitting
of a connecting rod was investigated using a Gleeble3800 thermal simulator.20
The pearlitic+ferritic NQ&T steel is used more
widely in crankshafts.21–22 Under continuous mass
production, the main problem with crankshafts is the
lack of a system for the forging and cooling process. It is
necessary to achieve the purpose of controlling the
forming and properties of crankshaft forging. The
forging process of NQ&T 1538MV steel for crankshafts
was simulated with a mechanical simulator, and the
influence of the controlled forging and cooling process
on the microstructure was studied in this paper. The
optimized forging process with respect to NQ&T
1538MV steel for a crankshaft was obtained by numerical simulation, and the experimental data provided the
basis for the optimization of the forging and cooling
process for NQ&T 1538MV steel.
2 EXPERIMENTAL PART
The 1538MV rolled bars for the investigation were
taken from a forging workshop. The diameter of the
rolled bar was 85 mm. Cylindrical samples with a size of
j8 × 16 mm were cut at the 1/2 radius of the rolled bar.

S
0.61

Cr
0.16

V
0.08

N
0.011

The chemical composition of the rolled bar is shown in
Table 1.
The thermal simulation tests were performed with a
Gleeble 3500. The samples were taken from the middle
deformation part. They were polished and etched with
4 % nital, then the microstructure was observed. The
experimental instruments were a ZEISS AxioScopeA1
optical microscope and a JZeiss Gemini 500 scanning
electron microscope. The hardness of the tested steel was
tested with a LEICAVMHT30M Vickers hardness tester.
The samples were heated to 1200 °C at a rate of
10 °C s–1 and then cooled to 1050 °C at a rate of
10 °C s–1 after 5 min of heat preservation. After 30 %
deformation with a strain rate of 0.1 s–1, the samples
were cooled at different rates to room temperature, and
the temperature-expansion curves were recorded. The
dynamic CCT curves for the steel are shown in Figure 1.
The following data were provided by the forging
workshop. The forging temperature of the crankshaft is
usually from 1100 °C to 1180 °C. The lower forging
temperature is beneficial to the microstructure refinement and the ferrite formation, but not conducive to the
filling of the cavity. The crankshaft surface cooling rate
after forging is usually from 0.3 °C s–1 to 0.5 °C s–1, but
the cooling rate of the crankshaft core is less than
0.3 °C s–1. The shape of the crankshaft is complex, the
deformation of each section is not uniform, and the
deformation of each section is different. Based on the
above, the experimental scheme is shown in Table 2.
Table 2: Parameters of the thermal simulation

Temperature
/°C
1150
1050, 1100,
1150
1150

Strain rate Deformation
/s–1
/%
10
5, 10, 30, 50

Cooling rate
/°C s–1
0.3 °C s–1

10

50

0.3 °C s–1

10

50

0.1 °C s–1,
0.3 °C s–1,
1 °C s–1

3. RESULTS AND DISCUSSION
3.1 Influence of deformation

Figure 1: Dynamic CCT curves of the tested steel
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The microstructures of the different deformations are
shown in Figure 2, and the statistical results are shown
in Figure 3. The microstructure consists of ferrite and
pearlite, and ferrite mainly formed on the austenite grain
boundaries and distributed like a net. When the deformation increased from 5 % to 50 %, the average grain
size of the austenite was refined from 149.9 μm to
Materiali in tehnologije / Materials and technology 52 (2018) 6, 813–819
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refinement of the austenite grains, the grain-boundary
area increased. As a result, the nucleation sites of the
ferrite increased, and the volume fraction of the ferrite
increased simultaneously.
3.2 Influence of temperature

Figure 2: Microstructures of the different deformations: a) deformation 5 %, b) deformation 10 %, c) deformation 30 %, d) deformation 50 %

55.6 μm, and the volume fraction of ferrite increased
from 6.1 % to 11.3 %.
With the increasing of the deformation, the austenite
grain size was refined by recrystallization. When the
deformation increased to 30 %, the average grain size of
the austenite decreased sharply. Therefore, it can be
deduced that the thermal deformation of the material has
a critical value. To obtain refined grains, the critical
value of the deformation must be reached. With the

Figure 3: Statistical results for different deformations

The microstructures for the different deformation
temperatures are shown in Figure 4, and the statistical
results are shown in Figure 5. The microstructure consists of ferrite and pearlite. With the increasing of the
deformation temperature, the average grain size of the
austenite increased from 57.4 μm to 109 μm, and the
volume fraction of ferrite decreased from 12.3 % to
6.9 %.
With the increasing of the deformation temperature,
the austenite grain size increased significantly. When the
deformation temperature was 1050 °C, the austenite
grains were fine and uniform. But when the temperature
was 1150 °C, the austenite grains were obviously coarse.
At low temperature, the austenite was refined by crystallization, and the grain-boundary area increased. Many
crystal defects such as dislocations and vacancies could
be formed by the low deformation temperature. The
carbo-nitride of V and Ti increased because of the
induced deformation, and the grain refinement was
enhanced. With the increasing of the temperature,

Figure 5: Statistical results for the different deformation temperatures

Figure 4: Microstructures for the different deformation temperatures: a) 1050 °C, b) 1100 °C, c) 1150 °C
Materiali in tehnologije / Materials and technology 52 (2018) 6, 813–819
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Figure 6: Microstructures for the different cooling rates: a) 0.1 °C s–1, b) 0.3 °C s–1, c) 1 °C s–1

complete dynamic recrystallization occurred and the
austenite grains grew.
When the temperature was low, the ferrite nucleation
position increased, and thus the volume fraction of the
ferrite increased. A small amount of intragranular ferrite
(IGF) nucleated and grew at the defect position. The IGF
can segment the austenite grains, refine the microstructure, and improve the toughness and plasticity of the
steel. With the increasing of the temperature, the ferrite
volume fraction decreased, and the grain size became
non-uniform. When the temperature was 1150 °C, the
austenite recrystallized completely, and the residual in
the microstructure was less. As a result, the ferrite
nucleation position was less, and the volume fraction of
the ferrite decreased.

Figure 7: Statistical results for the different cooling rates

3.3 Influence of cooling rate
The microstructures for the different cooling rates are
shown in Figure 6, and the statistical results are shown
in Figure 7. The microstructure consists of ferrite and
pearlite. With the increasing of the cooling rate, the average grain size of the austenite was refined from 103 μm
to 54.9 μm, and the volume fraction of the ferrite increased slightly and then decreased obviously.
The austenite grain size decreased with the increasing
of the cooling rate. This is because the grains have no
time to grow as the cooling rate increased. When the
cooling rate increased from 0.1 °C s–1 to 0.3 °C s–1, the
volume fraction of ferrite slightly increased, while the
cooling rate increased from 0.3 °C s–1 to 1°C s–1, the
volume fraction of ferrite decreased obviously. The
volume fraction of ferrite was affected by the austenite
grain size and the degree of under cooling. When the
cooling rate was less than 0.3°C s–1, the volume fraction
of ferrite was mainly influenced by the nucleation rate.
With the cooling rate increasing, the austenite grains
were refined. With the refinement of the austenite grains,
the nucleation sites of the ferrite increased, so the ferrite
volume fraction increased. When the cooling rate was
higher than 0.3 °C s–1, the volume fraction of ferrite was
mainly influenced by the degree of under cooling. With
the cooling rate increasing, the volume fraction of ferrite
decreased.
Figure 8 shows the pearlite morphology for the different cooling rates after 50 % deformation at 1150 °C.
With the increasing of the cooling rate, the lamellar
spacing of the pearlite was 243 nm, 221 nm and 189 nm,

Figure 8: SEM photographs for the different cooling rates: a) 0.1 °C s–1, b) 0.3 °C s–1, c) 1 °C s–1
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respectively. Fine and uniform pearlitic lamella can
enhance the strength and toughness of the material.23
It is clear that when the cooling rate was 0.1 °C s–1,
the pearlite laminar spacing was relatively coarse. When
the cooling rate was 1 °C s–1, the pearlite lamella were
fine, but with distortion, which can increase the strength,
but decrease the toughness. When the cooling rate was
0.3 °C s–1, the pearlite lamella were not only fine, but
also distributed uniformly.
The ferrite content and the pearlite morphology and
size were related to the cooling rate of the phase change.
In order to obtain a reasonable ferrite content and the
uniform and fine lamellar spacing of pearlite, the cooling
process should be controlled by section. Before the
ferrite transformation, the cooling rate should be quick
enough to restrain the growth of the austenite grains.
During the ferrite transformation, especially in the range
of the pearlite lower limit temperature from 620 °C to
580 °C (shown in Figure 1), the cooling rate should be
near 0.3 °C s–1. A reasonable ferrite content can be
obtained. The uniform and fine lamellar spacing can also
be formed and abnormal structures, such as bainite and
martensite, can be avoided (Figure 1).
3.4 Numerical simulation results
Deformation depends on the design of the final
forging cavity. As was shown in the thermal simulation
experiment, it can be seen that the increase of the
deformation is beneficial to the grain refinement and the
formation of ferrite. For the complex-shape crankshaft
forging, the final forging deformation must be designed
reasonably, and the forging equipment cannot be overloaded. The temperature depends on the heating temperature of the blank. The lower forging temperature is
beneficial to the microstructure refinement and the ferrite
formation, but not conducive to the filling of the cavity.
The cooling rate can be controlled after forging and was
not considered in the numerical simulation.
The 465-type crankshaft was chosen as the subject of
the research, and the forging equipment was the 4000 t

Figure 9: Balance block forming results for the different conditions:
a) 1050 °C, deformation 10 %, b) 1050 °C, deformation 15 %, c) 1050
°C, deformation 20 %, d) 1100 °C, deformation 10 %, e) 1100 °C,
deformation 15 %, f) 1100 °C, deformation 20 %
Materiali in tehnologije / Materials and technology 52 (2018) 6, 813–819

hot die forging press. The numerical simulation scheme
is shown in Table 3. Because the balance block is the
most deformed part of the crankshaft, so the deformation
in the numerical simulation scheme was the crosssection reduction rate of the balance block, and the temperature was the start forging temperature. The simulation software was Deform-3D. The simulated parameters and boundary conditions were chosen according
to the forging parameters. The initial temperature of the
die was 250 °C, and the environment temperature was 20
°C. The forging speed of the die was 240 mm·s–1. The
friction coefficient between the blank and the die was
0.3. The heat-transfer coefficient between the blank and
die was 11 N/(s mm·°C), and the heat-transfer coefficient
between the blank and the air was 0.02 N/(s mm·°C).
Table 3: Numerical simulation scheme

No.
1
2
3
4
5
6
7
8
9

Deformation /%
20
20
20
15
15
15
10
10
10

Temperature /°C
1050
1100
1150
1050
1100
1150
1050
1100
1150

Figure 10: Stresses under different conditions
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Figure 12: Process optimization simulation: a) balance block forming
results, b) simulated load, c) stress

3.6 Optimization simulation
According to the numerical simulation results, the
forging process for the crankshaft was optimized. The
crankshaft forging temperature was 1120 °C, and the
deformation was 12 %. The simulation results are shown
in Figure 12. It can be seen that the cavity was fully
filled. The maximum stress was only 291 MPa. The
simulated load was 3740 t, and the equipment was not
overloaded.
Figure 11: Simulated load for the different conditions: a) 1050 °C,
b) 1100 °C

3.5 Forgings forming analysis
The crankshaft balance block has the shape of a thin
plate, which was the most difficult to fully form. The
simulation results of the different conditions are shown
in Figure 9, and the unfilled parts are marked with red
arrows. The stresses of the different conditions are
shown in Figure 10. The simulated loads for the different conditions are shown in Figure 11.
It is clear that when the temperature was 1050 °C, the
cavity was unfilled, and when the deformation was 10 %
it was most serious. When the temperature was 1100 °C,
the cavity was also unfilled, but the filling effects were
better than that at 1050 °C. When the forging was deformed 15 % at 1100 °C, the cavity was almost fully
filled.
At the same temperature, the stress and the load
increased with the increasing of the deformation. For the
same deformation, the stress and the load decreased with
the increasing of the temperature. When the temperature
was 1050 °C, the equipment was overloaded, while the
equipment was not overloaded when the forging was
deformed 10 % at 1100 °C.
818

4 CONCLUSIONS
(1) The deformation and the deformation temperature
had an important influence on the microstructure of the
NQ&T 1538MV steel. The microstructure can be refined
by increasing the deformation and reducing the deformation temperature. To obtain fine grains, a critical
deformation must be achieved.
(2) The ferrite content and the pearlite morphology
and size were related to the cooling rate of the phase
change. In order to obtain a reasonable ferrite content
and the uniform and fine lamellar spacing of the pearlite,
the cooling process should be controlled by section.
(3) In order to ensure full filling of the cavity and
prevent overloading of the forging equipment, the
finished forging deformation of the crankshaft should be
reasonable, and the temperature should not be too low.
The optimized deformation temperature of the 465-type
crankshaft was 1120 °C, and the deformation of the
balance block was 12 %.
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